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TEST INFORMATION FORM 
Sample Name : Luggage tag. 

Samples Color : Not provided. 

Po /Order No. : Not provided. 

Item No. : Not provided. 

Export to : Not provided. 

Supplier : Jinhua Travelsky Co., Ltd. 

Buyers  : Not provided. 

Received Date : October 07, 2015. 

Test period : October 07, 2015.～October 08, 2015. 

Test Requested : Tests requested in accordance to client requirement. 

 

Conclusion summary:  

TEST ITEMS PASS FAIL REMARKS  

Phthalates content test X   

PASS=“X”Meets client requirements.  
FAIL=“X”Fails to meet client requirements. 

 
 
 
 
 
 

 
 

Approved by: 
 

        Changbiao Yu，Lab Manager                                   

Applicant : Hangzhou Travelsky Co., Ltd. 

Address : Room 701,Cheng Zhong xin Building2,Xixi Cheng yuan,558 Wenyi 
West Road,Hangzhou,China 310030. 
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Sample image: 
 

RTS20151007F0236 
A1  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Test No. Component Description 
A1 Purple plastic 
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Test result: 
 
A. Phthalates Content (Unit: mg/kg): 
U.S. Consumer Product Improvement Act CPSIA (2008) Section 108. 
Test method: CPSC-CH-C1001-09.3, was analyzed by Gas Chromatograph-Mass Spectrometer (GC-MS). 

 
Note : 1).N.D. = not detected, less than MDL. 

 2).MDL = Method Detection Limit. 
3) “▲” = This data is obtained from composite testing on more than one materials, it is possible that result 

obtained from individual testing on any one of the materials is substantially higher. Please be cautious 
when using this data for compliance evaluation. 

 
Remark:  RTS Co.,ltd. is the US Consumer Product Safety Commission(CPSC) Accredited Third Party Testing  

Laboratory, Identification Number is 1422, and shall refer to 
           HUhttp://www.cpsc.gov/cgi-bin/LabSearch/ViewLab.aspx?LabID=1422U 
 

-------------- End of Report ------------- 

Test Item（s） CAS No. 
Results 

A1 
MDL Limit value 

Dibutyl Phthalate（DBP） 84-74-2 N.D. 50 1000 

Benzylbutyl Phthalate（BBP） 85-68-7 N.D. 50 1000 

Bis-（2-ethylhexyl）Phthalate（DEHP） 117-81-7 158 50 1000 

Conclusion: - PASS - - 


